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Applicant： JUXIAN HUABIAO PLASTICS CO., LTD Date： 24 Oct, 2019 
 WUHUAYING VILLIAGE LIUGUANZHUANG 

TOWN, JUXIAN RIZHAO SHANDONG CHINA 
 

 Attn：  MAGGIE WANG 
  

 

Sample Description： 
One (1) piece of submitted sample said to be ：Plastic Bag 
Item Name ： Plastic Bags 
Goods Exported To ： Europe 
Country Of Origin ： China 

******************************************************************************************************************************************************* 
Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
******************************************************************************************************************************************************* 

Conclusion： 
Tested Sample  Standard  Result 
Tested component of submitted sample  European Commission Regulation No. 10/2011, its amendments 

and Regulation No. 1935/2004- Overall migration 
 Pass 

****************************************************************************************************************************************************** 
To be continued 
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Overall Migration Test For Plastic Food Contacting Materials/Articles 
 
As per Commission Regulation (EU) No. 10/2011 and its amendments on plastic materials and articles intended to 
come into contact with food. 
 

I. Test Condition: 
Aqueous food simulant 

Test no. Time and Temperature 
OM2 10 days at 40 °C 

 
Fatty food simulant 

Test no. Time and Temperature 
OM2 10 days at 40 °C 

 
II. Test Results： 

 
Result in mg/dm2 Tested 

Component 3% (w/v) acetic acid 10% (v/v) ethanol Fatty food simulant
(1) <1.0 <1.0 <1.0 

Limit in mg/dm2 10 10 10 
 

Remark： As per client’s request, the above condition and food simulant were used for the test. 
 
Tested Component：See component list in the last section of this report. 

 

 
Picture of sample 

 
Date Sample Received： Oct.10, 2019 

Testing Period： Oct.10, 2019 To Oct.23, 2019 
****************************************************************************************************************************************************** 

To be continued 
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Component List： 
 
(1) Transparent plastic bag 

****************************************************************************************************************************************************** 
End of report 

 
 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
This report shall not be reproduced except in full, without written approval of the laboratory. 
This statement of conformity is only based on the actual measured test result by the laboratory, without taking the influence of uncertainty into accord. 
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